
FAILURE OF SLING

Alberta, Rocky Mountains, Yamnuska

T hom as Peiffer (22) was being  low ered from  Y am nuska on  a rope  by his belayer, 
who was below him , on 1 A ugust 1978. T h e  clim bing rop e  h ad  been  passed 
th ro u g h  a nylon sling a ttached  to the su p p o rtin g  peg, and  the friction  m elted the 
sling. Peiffer fell and  slightly in ju red  him self. (Source: T . Peiffer, D. deM ontig­
ny)

(Ed. N ote: T h e  climbers provided  no analysis. T h is  n arra tive  is included  to stress once 
a ga in  the hazards o f u s in g  nylon  over nylon  where fr ic tio n  is in vo lved .)


